Chemical Composition

% Si Fe Cu Mn Mg Cr Zn Ti Al
Min. 1.2 2.1 0.18 5.1
Max. 0.40 0.50 2.0 0.30 29 0.28 6.1 0.20 Remainder
Thickness (T) | Widih (W) | tength (1) | [ Thickness(m | Widh(w) | Length ()
*0.41 mm 4k 12 f i At 12 K
*0.64 mm 4 Fr 12 1.1/4 " A 12 f
1.1/2 " A 12 f
*1.02 mm 4 B 12 & 1.3/4 " 4 f 12 |
*1.27 mm 4 f 12 &
*1.60 mm 4f 12 2 4 ft 12 f
2.1/2~ 4k 12 |
l *2.03 mm A 12 f
*2.29 mm Af 12 f g~ 4k 12 f
I *2.54 mm Al 12 f 3.1/2" 4k 8 ft
* /8" 4% 8 ft 4~ 5h 12
*3/16 " 4f 8 ft 5" 4k 12 #
51/2” 4k 12 f
1/4 - 4 f 12 f 6" 5h 8 fi
8 mm 4 ft aft
3/8” 40 12 k Z" 5 fi 12 %
8" 5 f 12 f
1/ 4f 12 i
5/8" 4k 12 k
3/4" 4 f 12 k
7/8" 4 It 12k

* Available sizes for 7075-T6 only
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